CORROSION TEST STATION,
SEE SD-705 OR SD-706

MIN. 24" COILED SLACK (TYP)

CF
=5

A *A

FINISH GRADE

EXOTHERMIC WELDS

SEE SD-703 6" CAUTION TAPE

SEE SD-700

RUN HMW/PE STRANDED COPPER CONDUCTORS FROM PIPE TO
CORROSION TEST STATION LOCATION. BUNDLE THE HMW/PE
STRANDED COPPER CONDUCTORS TOGETHER AT MAXIMUM 3'-0"
INTERVALS WITH APPROPRIATELY COLORED TAPE.

WATER LINE IN PLACE

CORROSION TEST STATIONS SHALL BE LOCATED
AS STATIONED ON THE PLANS UNLESS OTHERWISE
NOTED, OR AS FIELD CONDITIONS DICTATE.

ISSUED: STANDARD DETAIL DETAL NO.
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CORROSION TEST STATION,
SEE SD-705 OR SD-706

6" CAUTION TAPE, SEE SD—700j

T
by

46, & #10 HMW/PE STRANDED
COPPER CONDUCTORS
TAPE (WHITE) @ 3

MIN. 24" COILED SLACK (TYP.) INTERVALS (TYP.)

EXOTHERMIC WELDS ON
BELL (TYP.) SEE SD-703

T

\ BONDING CONDUCTORS (TYP.) SEE SD-702.

CORROSION TEST STATION, SEE SD—705 OR SD-706

n A A
( TAPE (WHITE) @ 3’ MAXIMUM

/ INTERVALS (TYP.)

MIN. 24" COILED SLACK (TYP).

#6 & #10 HMW/PE STRANDED
COPPER CONDUCTORS

EXOTHERMIC WELDS ON BELL

(TYP.) SEE SD-703 BONDING CLIPS

SEE SD-702

TRANSMISSION LINE CCP

TE:
¥$PE 1 ABOVE GRADE CORROSION TYPE 1 — STANDARD

TEST STATIONS MAY UTILIZE LITTLE
FINK OR TESTOX SERIES 100
TEST STATIONS PER SD-706

ISSUED: STANDARD DETAIL DETAL NO.
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CORROSION TEST STATION,
SEE SD-705 OR SD-706

6" CAUTION TAPE, SEE SD-700 /

TAPE (BLUE) @ 3' MAXIMUM
INTERVALS (TYP.)

—

#6 & #10 HMW/PE
STRANDED COPPER
CONDUCTORS

MIN. 24" COILED SLACK (TYP.)

TAPE (WHITE) @ 3' MAXIMUM
INTERVALS (TYP.)

#6 & #10 HMW/PE
STRANDED COPPER

EXOTHERMIC WELDS (TYP.) CONDUCTORS
SEE SD-703 /
| = = BONDING CONDUCTORS
o TRANSMISSION OR CLIPS AS REQUIRED
| .. CASING Do UNE | SEE SD-702
7= =

CASING INSULATORS
WITH REINFORCED
PLASTIC SKIDS.
SEE SD-800

NOTE:
1.

UPON COMPLETION AND 24 HOURS PRIOR TO BURIAL,
THE CONTRACTOR SHALL VERIFY THE MAIN IS NOT IN
CONTACT AND SHORTED TO THE CASING.
VERIFICATION AND TEST RESULTS SHALL BE INCLUDED
IN THE FINAL CORROSION TEST REPORT.

2. ALL PIPE JOINTS INSIDE THE CASING MUST BE

RUBBER CASING END SEAL
PER SD- 800

CASING PER SD—-800 SHALL NOT BE IN CONTACT
WITH THE TRANSMISSION LINE.

NOTE
ALL PIPE JOINTS INSIDE
THE CASING MUST BE BONDED.

BONDED.
TYPE 2- CASING/PIP
ISSUED STANDARD DETAL DETAL NG.
6/97
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CORROSION TEST
STATION, SEE SD-705
OR SD-706 +

N L -
i

%\/ 6" CAUTION TAPE, SEE SD-700

TAPE (BLACK) @ 3' MAXIMUM
INTERVALS (TYP.)
§6 & #10 HMW/PE STRANDED
STRANDED CONDUCTORS

#6 & #10 HMW/PE STRANDED
STRANDED CONDUCTORS

TAPE (WHITE) @ 3' MAXIMUM
INTERVALS (TYP.)

MIN. 24" COILED SLACK (TYP.)
BONDING CONDUCTORS (TYP.)

/ SEE SD-702
TRANSMISSION  LINE
a2

EXOTHERMIC WELDS (TYP.)
SEE SD-703

6" CAUTION TAPE, SEE SD-700

CORROSION TEST STATION,
SEE SD-705 OR SD-706

TAPE (WHITE) @3' MAXIMUM 36"
INTERVALS (TYP.) '

TAPE(BLACK) 04%//
3 MAXIMUM

INTERVALS (TYP.)

TRANSMISSION LINE CcP ~* E

BONDING CLIPS OR BONDING
CONDUCTORS (TYP.) SEE SD-702

TYPE 3 — MAINLINE/FOREIGN METALLIC LINES

#6 & #10 HMW/PE STRANDED COPPE
CONDUCTORS

#6 & #10 HMW/PE STRANDED

MIN. 24" COILED SLACK( TYP.) COPPER CONDUCTORS . COILED
SLACK (TYP.)

EXOTHERMIC WELDS (TYP.)
SEE SD-703

BY OTHERS

ISSUED: STANDARD DETAIL DETAL NO.
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& CAUTION TAPE, SEE SD-700 CORROSION TEST STATION
SEE SD-705 OR SD-706 ~_

TAPE (WHITE) @ 3’ MAXIMUM

\S
-\

—\
N

INTERVALS (TYP.) F 4 ] f
)\ — | 1
TAPE (ORANGE) @ 3' MAXIMUM INTERVALS (TYP.)
#6 & #10 HMW/PE STRANDED
COPPER CONDUCTORS #6 & #10 HMW/PE STRANDED
COPPER CONDUCTORS
MIN. 24" COILED SLACK (TYP.) —
é) MATL A MAT'L B EXOTHERMIC WELDS (TYP.)
_ SEE SD-703

FLANGE INSULATING KIT
SEE SD-704

CORROSION TEST STATION, SEE SD-705
OR SD-706

10mil NON—CONDUCTIVE TAPE
(TYP) SEE SD-704 TAPE (WHITE) @ 3' MAXIMUM INTERVALS (TYP.)

#6 & #10 HMW/PE STRANDED COPPER CONDUCTORS?

v s

MIN. 24" COILED SLACK( TYP.) — 1 j—— . X
=== (>

FLANGE INSULATING KIT o —

SEE SD-704

EXOTHERMIC WELDS (TYP.) O

SD-703

TAPE \SORANGEg @ 3' MAXIMUM
INTERVALS (TYP.)

_CASE 2 #6 & #10 HMW/PE STRANDED

COPPER CONDUCTORS

NOTE: UPON COMPLETION AND 24 HOURS PRIOR TO BURIAL, THE CONTRACTOR SHALL VERIFY THE

EFFECTIVENESS OF THE FLANGE INSULATING KIT. VERIFICATION AND/OR TEST RESULTS SHALL BE
INCLUDED IN THE FINAL CORROSION REPORT.

TYPE 4 — DISSIMILAR MATERIALS

ISSUED: STANDARD DETAIL DETAL No.

6/97
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CORROSION TEST STATION
SEE SD-705 OR SD-706

FINISH GRADE
'
24
_ j=a—————6" CAUTION TAPE, SEE SD-700
= X = X 4#6 & #10 HWM/PE
X 5 X 5 STRANDED COPPER
- X - A CONDUCTORS

INTERVALS( TYP.)

TAPE (WHITE) @ 3’
INTERVALS (TYP.)

MAX.

#6 & #10 HWM/PE STRANDED
COPPER CONDUCTORS

TAPE (ORANGE) @ 3’ MAXIMUM

MIN. 24" COILED SLACK (TYP.) =— se) __(.
N.H LB

TAPE (WHITE) @ 3
MAXIMUM
INTERVALS (TYP.)

EXOTHERMIC WELDS (TYP.)
SEE SD-703

CccP >

BONDING CONDUCTORS

IN LINE VALVE

SEE SD-702
10mil NON—CONDUCTIVE TAPE
(TYP). SEE SD-704
FLANGE INSULATING KITS SEE SD-704
CASE 3
TYPE 4-DISSIMILAR MATERIA
ISSUED: STANDARD DETAIL DETAL NO.
6/97
TYPES OF CORROSION SD-710
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CORROSION TEST STATION
SEE SD-705, SD-706 OR
SD-709

2-#8 HMW/PE (RED) CONTINUOUS
LEADS FROM THE ANODES TO THE CTS

6" CAUTION TAPE, SEE SD-700

TAPE (WHITE OR ORANGE)

MIN. 24" : ——— '
SLACK (TYP). 7\()\4' v \
. pa) <
. ﬂ -
@ 3' MAXIMUM INTERVALS

EXOTHERMIC — RV 2 oy (TYP.)

weos (ve) || T | _
SEE SD-703 o ae
<
. <
pam - TWO SETS EACH OF #6 & #10 HMW/PE
PIPE 1L _ 1 STRANDED COPPER CONDUCTORS. CONNECT

CENTERLINE TO NEW AND/OR EXISTING PIPE. SEE SD-710,
1 dE

SHEET 8
. : ' TAPE (RED) @ 3'

\@ @/ WoTMoM NTERVALS (TYP).

\ PREPACKAGED HIGH POTENTIAL

IMIN —==  |—— MAGNESIUM ANODE (TYP.)
3MAX 30% OF ANODE SHALL
TYPICAL CONTACT UNDISTURBED

SOIL. PLACE ANODES
BELOW PIPE CENTERLINE.

ANODE PLACEMENT (TYPICAL)
SECTION

TYPE 5—SACRIFICIAL ANODES

ISSUED: STANDARD DETAIL DETAL NO.

6/7 CORROSION
e Y | sysTEM DETALS Wi | sp-710

/o8 TEST STATIONS SHEET 7 OF 9




PREPACKAGED
MAGNESIUM ANODE (TYP.)

BONDING CONDUCTOR (TYP.)
SEE SD-702

ISOLATED PIPE CONNECTION
FLANGE INSULATING KIT

T EXISTING PIPE \ NEW PIPE
3\__/ (N O

b

Y

i

1" MIN.
3 MAX.
(TYPICAL)

MIN. 24" COILED
SLACK (TYP)

®

#8 HMW/PE (RED)

STRANDED COPPER
PREPACKAGED

MAGNESIUM
ANODE (TYP.)

#6 & #10 HMW/PE )

(ORANGE) STRANDED
COPPER CONDUCTORS

10 HMW/PE— '
WHITE STRANDED
COPPER CONDUCTORS
\

/“ !

\‘\-
A

CONDUCTORS
NOTE: ORANGE LEADS AND
WHITE LEADS ARE CONNECTED
ON OPPOSING SIDES OF THE
TERMINAL BOARD. SEE

CONTINUOUS
‘ b
’
SD-705, SHEET 2

TAPE @3’ MAXIMUM
INTERVALS (TYP)
0.01 OHM TYPE RS SHUNT
CONNECT SHUNT TO #6 WHITE /
BLOW UP VIEW OF TEST BOARD

INSIDE CORROSION TEST STATION

BUSS BAR

ANODE PLACEMENT (TYP.)
PLAN VIEW

TYPE S5—SACRIFICIAL AN

ISSUED: STANDARD DETAIL DETAL NO.
6/97
TYPES OF CORROSION SD-710
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PREPACKAGED
MAGNESIUM ANODE (TYP.)

BONDING CONDUCTOR (TYP.)
SEE SD-702

NEW PIPE NEW PIPE
S\_J N L N L

N MIN. 24" COILED

- SLACK (TYP.
3 MAX. (TP.)
(TYPICAL)—

& #0 HMW/PE
{@HITE@ STRANDED iésm}j\még ECE)’;EDE)R

PREPACKAGED COPPER CONDUCTORS CONDUCTORS
MAGNESIUM CONTINUOUS
ANODE (TYP.) LENGTH

TAPE @3’ MAXIMUM

o
~ INTERVALS (TYP)
0.01 OHM TYPE RS SHUNT
CONNECT SHUNT TO #6 WHITE /
BLOW UP VIEW OF TEST BOARD

INSIDE CORROSION TEST STATION

BUSS BAR

Upon completion and 24 hours prior to burial, the CONTRACTOR shall verify that the
anodes are properly installed. Verification and/or test results shall be included in
the final corrosion test report.

TYPE S5—SACRIFICIAL AN

ISSUED: STANDARD DETAIL DETAL No.

6/97
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